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     Table 1. Surface area, surface density for xV90Ti-Si catalysts
	Nomenclature
	V2O5
(wt. %)
	Surface Area
(m2/g)
	Surface density
(V atoms/nm2)

	2V90Ti-Si
	2
	188
	0.6

	4V90Ti-Si
	4
	182
	1.3

	7.5V90Ti-Si
	7.5
	167
	2.5
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Fig 2.	TPR profiles for 1-7% VSi catalysts
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